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cut hard structures in the mouth, such
as teeth or bone. It is also intended to
cut hard metals, plastics, porcelains,
and similar materials intended for use
in the fabrication of dental devices.

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3250 Calcium hydroxide cavity
liner.

(a) Identification. A calcium hydrox-
ide cavity liner is a device material in-
tended to be applied to the interior of
a prepared cavity before insertion of
restorative material, such as amalgam,
to protect the pulp of a tooth.

(b) Classification. Class II.

§ 872.3260 Cavity varnish.

(a) Identification. Cavity varnish is a
device that consists of a compound in-
tended to coat a prepared cavity of a
tooth before insertion of restorative
materials. The device is intended to
prevent penetration of restorative ma-
terials, such as amalgam, into the
dentinal tissue.

(b) Classification. Class II.

§ 872.3275 Dental cement.

(a) Zinc oxide-eugenol—(1) Identifica-
tion. Zinc oxide-eugenol is a device
composed of zinc oxide-eugenol in-
tended to serve as a temporary tooth
filling or as a base cement to affix a
temporary tooth filling, to affix dental
devices such as crowns or bridges, or to
be applied to a tooth to protect the
tooth pulp.

(2) Classification. Class I.
(b) Dental cement other than zinc

oxide-eugenol—(1) Identification. Dental
cement other than zinc oxide-eugenol
is a device composed of various mate-
rials other than zinc oxide-eugenol in-
tended to serve as a temporary tooth
filling or as a base cement to affix a
temporary tooth filling, to affix dental
devices such as crowns or bridges, or to
be applied to a tooth to protect the
tooth pulp.

(2) Classification. Class II.

§ 872.3285 Preformed clasp.

(a) Identification. A preformed clasp
or a preformed wire clasp is a prefab-
ricated device made of austenitic al-
loys or alloys containing 75 percent or
greater gold and metals of the plati-
num group intended to be incorporated
into a dental appliance, such as a par-
tial denture, to help stabilize the appli-
ance in the patient’s mouth by fasten-
ing the appliance to an adjacent tooth.

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3300 Hydrophilic resin coating
for dentures.

(a) Identification. A hydrophilic resin
coating for dentures is a device that
consists of a water-retaining polymer
that is intended to be applied to the
base of a denture before the denture is
inserted into the patient’s mouth to
improve denture retention and com-
fort.

(b) Classification. Class II.

§ 872.3310 Coating material for resin
fillings.

(a) Identification. A coating material
for resin fillings is a device intended to
be applied to the surface of a restora-
tive resin dental filling to attain a
smooth, glaze-like finish on the surface
of the filling.

(b) Classification. Class II.

§ 872.3330 Preformed crown.

(a) Identification. A preformed crown
is a prefabricated device made of plas-
tic or austenitic alloys or alloys con-
taining 75 percent or greater gold and
metals of the platinum group intended
to be affixed temporarily to a tooth
after removal of, or breakage of, the
natural crown (that portion of the
tooth that normally protrudes above
the gums). It is intended for use as a
functional restoration until a perma-
nent crown is constructed. The device
also may be intended for use as a func-
tional restoration for a badly decayed
deciduous (baby) tooth until the adult
tooth erupts.

VerDate 14<MAY>98 09:12 May 20, 1998 Jkt 179073 PO 00000 Frm 00303 Fmt 8010 Sfmt 8010 Y:\SGML\179073.TXT 179073-3



308

21 CFR Ch. I (4–1–98 Edition)§ 872.3350

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3350 Gold or stainless steel cusp.
(a) Identification. A gold or stainless

steel cusp is a prefabricated device
made of austenitic alloys or alloys con-
taining 75 percent or greater gold and
metals of the platinum group or stain-
less steel intended to provide a perma-
nent cusp (a projection on the chewing
surface of a tooth) to achieve occlusal
harmony (a proper bite) between the
teeth and a removable denture.

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3360 Preformed cusp.
(a) Identification. A performed cusp is

a prefabricated device made of plastic
or austenitic alloys or alloys contain-
ing 75 percent or greater gold and met-
als of the platinum group intended to
be used as a temporary cusp (a projec-
tion on the chewing surface of a tooth)
to achieve occlusal harmony (a proper
bite) before permanent restoration of a
tooth.

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3400 Karaya and sodium borate
with or without acacia denture ad-
hesive.

(a) Identification. A karaya and so-
dium borate with or without acacia
denture adhesive is a device composed
of karaya and sodium borate with or
without acacia intended to be applied
to the base of a denture before the den-
ture is inserted into patient’s mouth to
improve denture retention and com-
fort.

(b) Classification. (1) Class I if the de-
vice contains less than 12 percent by
weight of sodium borate.

(2) Class III if the device contains 12
percent or more by weight of sodium
borate.

(c) Date PMA or notice of completion of
a PDP is required. A PMA or a notice of
completion of a PDP is required to be
filed with the Food and Drug Adminis-
tration on or before December 26, 1996
for any karaya and sodium borate with
or without acacia denture adhesive
that was in commercial distribution
before May 28, 1976, or that has, on or
before December 26, 1996 been found to
be substantially equivalent to a karaya
and sodium borate with or without aca-
cia denture adhesive that was in com-
mercial distribution before May 28,
1976. Any other karaya and sodium bo-
rate with or without acacia denture ad-
hesive shall have an approved PMA or
a declared completed PDP in effect be-
fore being placed in commercial dis-
tribution.

[52 FR 30097, Aug. 12, 1987, as amended at 61
FR 50706, Sept. 27, 1996]

§ 872.3410 Ethylene oxide
homopolymer and/or
carboxymethylcellulose sodium
denture adhesive.

(a) Identification. An ethylene oxide
homopolymer and/or
carboxymethylcellulose sodium den-
ture adhesive is a device containing
ethylene oxide homopolymer and/or
carboxymethylcellulose sodium in-
tended to be applied to the base of a
denture before the denture is inserted
in a patient’s mouth to improve den-
ture retention and comfort.

(b) Classification. Class I. The device
is exempt from the premarket notifica-
tion procedures in subpart E of part 807
of this chapter.

[52 FR 30097, Aug. 12, 1987, as amended at 59
FR 63008, Dec. 7, 1994]

§ 872.3420 Carboxymethylcellulose so-
dium and cationic polyacrylamide
polymer denture adhesive.

(a) Identification. A
carboxymethylcellulose sodium and
cationic polyacrylamide polymer den-
ture adhesive is a device composed of
carboxymethylcellulose sodium and
cationic polyacrylamide polymer in-
tended to be applied to the base of a
denture before the denture is inserted
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